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This Memorandum notifies the users of the Materials Division Manual of Instructions that Chapter
II, Methods and Frequencies of Sampling, Section 204.13(a) has been revised.

The purpose of the change is to revise the method of acceptance for polyethylene sheeting used for
curing concrete. The current method requires sampling and testing on a lot basis. This is being
revised to accepting the material based upon an Approved List.

Replace Section 204.13(a) with the following:

(2) Burlap andPelyethylene Sheeting

Burlap and-sheeting shall be sampled by obtaining one sheet 4 ft (1 m) by width of roll and
submitting this to the Central Office Laboratory for test. One sample shall represent each specific lot,
or other unit of production in a shipment.

A packaging envelope may be used for sample shipment. Each sample shall be packed and marked,
in accordance with Sec. 203, using Form TL-10, as outlined in Sec. 800.

(3) Polyethylene Sheeting
Same-asParagraph-(a}2)-abeve) Polyethylene sheeting shall be accepted based upon the

Department’s approved List.




Replace Section 205 13(2), 13(3) with the following:
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